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1

Introduction

Nanotechnology works at or near the atomic level
to create new materials with beneficial physical
properties and behaviors. The development of diverse
products that can solve long-standing problems and
facilitate unprecedented applications depends on the
conception of large-scale and low-cost manufacturing
process of nanomaterials (Petronella et al., 2019)
(Su & Chang, 2017). Although new methods for the
synthesis of nanomaterials are conceived every week,
only some of them are suitable to be scaled for
mass production at a reasonably low cost (Brabazon
et al., 2017). Previously we reported a fluidizedbed microwave plasma reactor for the production
of supported metallic particles (Soto et al., 2011).
In that article the synthesis of Silver Nanoparticles
(AgNPs) over silica powder was used to establish
the capabilities of our design. The resulting material
exhibited good catalytic and antibacterial properties.
While the goal of scalable configuration for massproduction was attained in that work, that design had
some drawbacks. For instance, the use of microwave
plasma requires the use of vacuum to create the
conditions for plasma ignition at low-power levels, or
else, a very high power magnetron is required when
the reactor is to be operated at atmospheric pressures.
Both of these solutions are somewhat expensive for
large-scale production. To address these limitations
a new plasma reactor design is proposed in this
work, which operates at atmospheric pressure by
the use of Direct Current (DC) plasma. For that
purpose, we used a commercially available DC-cutter
torch as the plasma source. At first glance this is
a straightforward move; however, there are some
technical difficulties that needed to be resolved in
order to make a fully functional design. The main
concern is the plasma distribution within the reactor;
that is, while the microwave plasma is distributed
almost homogeneously within the reactor volume, in
DC the plasma is concentrated in the nozzle of the
torch. Thereafter, the power density increases several
orders of magnitude in the close proximity to the torch.
Under these circumstances hot-spots are created inside
the reactor that can easily melt the powders. Typical
temperatures obtained in a plasma jet torch may be
of the order of 10,000 K (Wang et al., 2010), so the
torch has the ability to melt and sinter any material that
comes into direct contact with it. Therefore, a solution
must be designed to prevent the grains from clumping
868

during the operation of the reactor. A relatively new
variant in fluidized bed technology called Swirling
Fluidized Bed (SFB) – where the grains describe a
helical path adjacent to the walls of the container – is
very convenient for our purposes. The key difference
of SFB is the incorporation of momentum in both,
the radial and tangential directions (Chyang & YenChin, 2002), leaving a diluted central portion of the
ascending column which is surrounded by a dense
layer of solids close to the wall of container (Sobrino
et al., 2009). Several papers have been published
studying the flow dynamics of SFB (Naz et al., 2019;
Sirisomboon & Laowthong, 2019; Tawfik et al., 2019)
and it is expected that this technological innovation
will find applications in different fields of technology
(Yudin et al., 2016).
The aim of this work is to show the SFB reactor
design using a DC plasma torch and to prove that the
resulting materials are equivalent to those produced by
the microwave reactor (Soto et al., 2011). With that
aim, we have produced silver nanoparticles over silicaalumina support and characterized them with several
analytical techniques, like electron microscopy, xray photoelectron spectroscopy, infrared and CO
absorption (supplementary data). We conclude that the
resulting materials are equivalent to those produced by
microwave plasma and low pressures.

2

2.1

Experimental
Reactor design

The reactor is based on an upward flow capable of
fluidizing fine powder grains, but keeping the powder
particles out of the central axis of the reactor, where
the plasma source is placed. Fig. 1 is a scheme of the
Plasma Swirling Fluidized Bed Reactor (P-SFB). The
body of the reactor is a quartz tube, 22 mm internal
diameter and 0.5 m long. The fumes exhaust is at the
top, the plasma torch and gas inputs are at the bottom.
The crucial piece of this setup is the vortex generator,
which is shown in the bottom of Fig. 2. It follows
the concept of reference (Hansen, 2014), but with
some modifications. The vortex generator consists of
a cone situated at the base of a quartz tube with three
tangential slanted nozzle-jet orifices. Each orifice is at
120° of each other. The reactor was designed around
a commercially available 3.5 kW DC-cutter torch as
plasma source (Multiplaz model 3500, Switzerland) in
order to provide plasma energy for salt decomposition
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and vaporization.

2.2

Material synthesis

For this application, a 90 % silica-10 % alumina
powder is used as the substrate. The powder is
specified as grade 135, and mesh -100, available from
Aldrich as a catalyst support. For the experiments
presented here the silica alumina powder is dried off
in a beaker at approximately 423 K. Once the powder
is at room temperature, it is mixed with silver nitrate
(AgNO3 , 99.95 %) at the weight ratios listed in Table
1. Next the powder is thoroughly ground in an agate
mortar until the mixture becomes homogeneous in
color and grain size. Then, the mixture is placed into
the bottom of the reactor. Before igniting the plasma, a
N2 flow is admitted by way of the vortex generator to
lift the powder bed. To ignite the plasma, a nitrogen
influent is admitted via the plasma torch, see video
2 of supplementary data. The steady state plasma
parameters are 200 V, 3 A, electrode distance 1 mm.
Fig 1. Outline of the fluidized bed reactor with swirl
Fig 1. Outline of the fluidized bed reactor with swirl action. The flow distributor is aThe
cone plasma is sustained 2 min; after that the reactor
action. The flow distributor is a cone with three jet
with three jet holes at 120 ° between them; the orifices have been inclined with a tangential
is
cooled down and the powder is recovered from the
holesto produce
at 120 an
° helicoidal
betweenflow
them;
have been
component
insidethe
the orifices
tube.
reactor.
There is an evident color change from white to
inclined with a tangential component to produce an
pale
brown
as a function of the silver nitrate load.
helicoidal flow inside the tube.

2.3

Fig 2. Photographs of the Plasma SFB in operation (top) and the flow distributor cone with
slanted jet
orifices
a central hole for
torch (see
video
supplementary data).
Fig
2. and
Photographs
of the
theplasma
Plasma
SFB
inin operation

(top) and the flow distributor cone with slanted jet
orifices and a central hole for the plasma torch (see
video in supplementary data).

Material characterizations

After the powders are processed in the SFB reactor,
the resulting materials are extracted from the quartz
tube and analyzed using several techniques. The
morphology and particle dispersion were evaluated
under electron microscopy. A scanning electron
microscope, Jeol JSM-5300, with an auxiliary
Energy Dispersive X-ray microanalysis (EDX), Noran
Superdry II, was used to provide an overview
of the morphology and chemical composition of
the resulting powder. The processed materials were
attached to a double-sided conductive carbon tape to
perform the SEM analyzes. Composition was also
evaluated using Inductively Coupled Plasma Optical
Emission Spectrometry (ICP-OES) Varian, VistaMPX. Transmission Electron Micrographs (TEM)
were acquired using a Jeol JEM2010 instrument
operated at 200 KeV. The samples for TEM were
prepared by ultrasonically dispersing the powders
in isopropyl alcohol and dropping the solution in a
300 mesh sample-grid. To determine the chemical
oxidation state of the silver particles, an X-ray
Photoelectron Spectroscopy (XPS) apparatus with
a MAC-3 energy analyzer from CAMECA was
employed.

www.rmiq.org
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Tables
Table 1 Proportion between support and reactive precursor.
Table 1 Proportion between support and reactive precursor.
Sample
Precursor /mg Support / mg
Expected
Ag / Si
Label
(AgNO3)
(SiO2-Al2O3) Ag/Si ratio
ICP
(atomic)
Ag0
Ag1
Ag2
Ag3
Ag4
Ag5

0
25
50
100
200
500

5 000
5 000
5 000
5 000
5 000
5 000

The XPS data were collected using a nonmonochromatic Al Kα X-ray line (1486.6 eV). The
energy scale was calibrated using the reference
binding energy of Cu 2p3/2 at 932.67 eV and Ag 3d5/2
at 368.26 eV, with an energy resolution of 1.1 eV. The
charging effect was compensated by using the Si 2p
line from the silica substrate, at 103.2 eV, as reference.

2.4

Catalytic activity measurements

The catalytic activity test was performed for the
hydrodesulphurization (HDS) of dibenzothiophene
(DBT) in a high pressure 300 mL Parr reactor. The
by-products were sampled with an Agilent 6890 gas
chromatograph using a 30 m HP-5 capillary column
and a Flame Ionization Detector. Samples were taken
every 20 min during the first hour, then every 30 min
for the next 4 h. Reduction of sample volume due to
sampling was ≤ 5% of total volume. Catalytic activity
was expressed in terms of % conversion of DBT vs
reaction time, and from this data the reaction rate
constant, k0 , was calculated for each catalyst using the
integrated formula of the zero order rate law: X = k0 t,
where X is the DBT conversion fraction and t is the
reaction time in minutes. A plot of X vs time, by
linear regression, gives k0 as the slope of the plot.
The specific rate constant, k, for the catalyst is then
calculated by:
k = k0 (nDBT )

1
60

!

!
1
= [mol / g·s]
Wcat

(1)

where nDBT is the initial amount of DBT in moles
and Wcat is the weight of the recovered catalyst
in grams. The mean standard deviation for catalytic
measurements is estimated in 2.5%.
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0.002
0.003
0.007
0.014
0.035

3

< 0.0001
0.001
0.004
0.012
0.016
0.020

Ag /Si
EDS
undetected
undetected
0.010
0.011
0.020
0.026

Results and discussion

The inclined flow of gas through the cone distributor
produces two velocity components: the vertical
component causes fluidization, while the horizontal
components causes the swirling motion in bed (Yudin
et al., 2016). As seen in video 1 in supplementary
data (Soto, 2019), the high speed flow of these orifices
generate a swirl with enough force to lift the powder
bed. Without the gas supply the powder bed is in
the lower part of the cone. As the gas is admitted a
helical flow is induced, and consequently the powder
bed starts to spin and lift up to the desired height as
a function of admission pressure. As seen in video
1 and due to the centrifugal acceleration, the solid
particles remain adjacent to the walls of the quartz
tube, producing an exhausted portion in the center of
the ascending column. Unlike a normal FB, where the
particles rise and then fall because of the ascending
hydrodynamic force and gravity (Mortier et al., 2011),
in our SFB the particles remain at a nearly constant
height due to the friction force between the particles
and the walls of the container. This configuration does
not require a distributor grid for fluidization, so it is
very suitable for our application since the DC plasma
torch can be located at the center axis of the reaction
chamber, as illustrated in Fig. 2 where it is at the
bottom of cone. Due to the high power density of the
plasma, the inlet pressure was regulated to maintain
the bed close to the upper portion of the plasma jet;
see video 2 of supplementary data (Soto, 2019). In
the experiments carried without the swirling effect
the powder was almost completely sintered, which
is undesirable for our purposes. It happens that a
relatively small portion of the powder sinters even
using swirling and precipitates in the form of granules.

www.rmiq.org

Soto et al./ Revista Mexicana de Ingeniería Química Vol. 19, No. 2 (2020) 867-875

Fig 3. EDS spectrum of a silica-alumina powder processed with AgNO3 as the precursor of
AgNPs (Ag4 sample).
Fig 3. EDS spectrum of a silica-alumina powder processed with AgNO3 as the precursor of

(Ag4 sample). powder processed with AgNO3 as the precursor of AgNPs (Ag4 sample).
Fig 3. EDS spectrum of aAgNPs
silica-alumina

Fig 4. TEM micrograph and the unimodal particle distribution histogram for the Ag1
Sample. The decoration of the silica-alumina support with AgNPs is uniform.

Fig4.4.TEM
TEM
micrograph
andunimodal
the unimodal
distribution
histogram
for the The
Ag1decoration of the
Fig
micrograph
and the
particleparticle
distribution
histogram for
the Ag1 Sample.
Sample.
The
decoration
of
the
silica-alumina
support
with
AgNPs
is
uniform.
silica-alumina support with AgNPs is uniform.

Fig
dispersed
in thein
silica-alumina
granules for
Ag4 Sample.
Blue circles
signpost
particles;
red
Fig5.5.AgNPs
AgNPs
dispersed
the silica-alumina
granules
for Ag4
Sample.
Bluesmall
circles
signpost
arrows
for
larger
particles.
The
histogram
shows
a
bimodal
distribution
of
sizes.
small particles; red arrows for larger particles. The histogram shows a bimodal distribution

of sizes.
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Fig 7.- High resolution XP spectra for (a) Ag1; (b)
Ag3 and (c) Ag5 samples. The peak width increases
6.- Low resolution XP spectra for three samples: Ag5 in (a); Ag3 in (b)asand
Ag1 inof(c).
a function
loading.
The Ag
at samples. The
3d edge
Fig 7.- High resolution XP spectra
for the
(a)silver
Ag1;
(b) Ag3
and
(c) Ag5
368.5
eV
indicates
the
metallic
character
of
the
silver
Table 1 shows the preparation
conditions
increases
as a together
function of nano-clusters.
the silver loading. The Ag3d edge at 368.5 eV indicates
with the expected and determined compositions by
Fig 6.- Low resolution XP spectra for three samples:
Ag5 in (a); Ag3 in (b) and Ag1 in (c).

character
silver
means of EDS and ICP-OES.
While of
thethe
measured
atomic concentration increases with the silver nitrate
load, there is an overestimation for low concentrations
and an underestimation for high concentrations. Given
that part of the silver forms a thin film on the walls
of the container, the measured concentrations deviate
from those expected. Fig. 3 shows an illustrative EDS
spectrum; this for the Ag4 sample. Only the peaks
corresponding to Si, Al, O and Ag are noticeable.
There are not traces of elements related to the reactors
components, as is Cu that could shed from the plasma
jet nozzle; neither is there Fe from the stainless steel
vortex generator. The same observations were made in
all samples and corroborated by means of ICP-OES.
A collection of TEM images, Figs. 4-5, illustrates
the representative characteristics of the AgNPs which
were grown with the Plasma SFB reactor. Fig. 4
correspond to the AgNps produced at low AgNO3
loads (Ag1 sample), while Fig. 5 is for high AgNO3
loads (Ag4 sample). When the silver content is low
the nanoparticles are smaller and their size distribution
is centered around a single narrow peak: 3-6 nm for
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nano-clusters.

Ag1 sample, as shown in the Fig. 4. In contrast, for
high silver content a highly dispersed distribution of
nanoparticles is found; such a distribution requires the
superposition of two Gaussian functions, in this case
one centered at 3 nm and the other around 14 nm.
The complete distribution is the combination of a less
dispersed population with smaller particle sizes, and a
relatively large, highly dispersed one with much larger
particle sizes. All the observed particles displayed a
crystalline nature, and some of the particles exhibited
facets as well. Even the smaller Ag particles, which
were 3 to 5 nm in diameter, present a crystalline
nature. It is therefore clear that the reactor produces
nanoparticles, and the size thereof, depends on the
initial loading of silver precursor.
The general chemical composition of processed
powders and the chemical oxidation of silver were
studied by means of XPS. Fig. 6 is low resolution
XPS scan. The main transitions originate from the
substrate (Si, Al and O) with adventitious C, which
most probably results from ambient contamination.

www.rmiq.org

Soto et al./ Revista Mexicana de Ingeniería Química Vol. 19, No. 2 (2020) 867-875

Table 2. Activity and selectivity results in the HDS of DBT of the different AgNPs catalysts prepared by plasma
swirling fluidized bed.
Sample

CHCPM %

DCH %

PCH %

BP %

THDBT %

DBT %

HYD/DDS

k(×10−7 ) mol/g·s

Ag0
Ag1
Ag2
Ag3
Ag5

0
0.269
0
0.30
0.366

0
0
0
0
0

0.40
1.04
0.654
1.25
1.465

3.33
4.13
3.87
4.32
4.55

0.866
1.70
1.26
2.22
2.61

95.4
92.85
94.21
91.89
90.99

0.378
0.664
0.494
0.805
0.89

5.6
12.98
10.93
22.23
26.2

Convertion fraction (%)

98

96

Ag1
94

92

Ag5
90
0

50

100

150

200

250

300

350

t / min

values for the samples increase with the amount of
silver, from 12.9 to 26.2 × 10−7 mol/g·s. Table 2
summarizes the activity and selectivity in the HDS
of DBT for the different samples. The HDS of DBT
might follows two parallel pathways, yielding mainly
biphenyl (BP) through the direct desulfurization
(DDS) pathway; and phenylcyclohexane (PCH)
and tetrahydrodibenzothiophene (THDBT) through
the hydrogenation (HYD) pathway. Other HYD
derived products are cyclohexylcyclopentylmethane
(CHCPM) and dicyclohexyl (DCH). The selectivity
is generally accepted by the HYD/DDS ratio (Isoda
et al., 1996), see Table 2. The HYD/DDS ratio, is
calculated by the following equation (Isoda et al.,
1996):

Fig 8- Plot of conversion rate vs. reaction time for the

HY D [CHB] + [T HDBT ]
=
DDS
[BP]

Fig 8- HDS
Plot of conversion
of DBT.rate vs. reaction time for the HDS of DBT.

No further elements were detected. Fig. 7 shows high
resolution spectra around the Ag-3d energy window
for representative samples: Ag1, Ag3 and Ag5. The
charge shifting was corrected using the energy for
Si 2p on SiO2 at 103.3 eV. The energy value for
the Ag 3d peak at 368.3 eV indicates that silver is
present in a non-oxidized state: Ag0 . The widening
of peaks increases with the silver nitrate loading,
indicative of a greater dispersion of chemical states
in samples with high silver content. This is further
studied in the supplementary data by means of FTIRCO absorption(Soto et al., 2019).
The catalytic activity in the HDS conversion of
DBT for Ag1 and Ag5 samples are plotted in Fig.
8. The linear behavior in the reaction mixture, X,
vs reaction time, t, reveal a zero order rate law.
The rate constants of these samples are greater
than the rates of nanostructured molybdenum sulfides
(3.5 × 10−7 mol/g·s) reported (Camacho-Bragado
et al., 2005). The ratio between the most active
catalyst (Ag5 sample) and the reference; that is,
the processed support without silver nitrate (Ag0
sample) is around 4.67, highlighting the influence
of the AgNPs on the catalytic activity. The k

(2)

All the samples favored the direct desulfurization path,
detecting BP as the main byproduct.

Conclusions
We have presented sufficient evidence of the
preparation of supported nanoparticles from solid state
precursors using a new approach. In this case the
Plasma SFB reactor was tested using AgNPs over a
silica-alumina support, but many different reactants
could be used as well. The most prominent particle
size was approximately 5 nm in diameter, and the
largest are always below 50 nm, however these are
rarely encountered. The catalyst function, as shown
here, requires that many atoms be available to assist
the desired reaction; therefore, smaller nanoparticles
make the best catalysts because they are well dispersed
with many active sites. As the properties of this
composite agree with the physical characteristics
expected for this material we can conclude that the
synthesis has been successful. The plasma is the
driving force for the decomposition of precursors,
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which induces its atomization and the subsequent
condensation in the form of nanoparticles on the
surface of the silica granules, which act as supports.
However, the plasma distribution within the reactor
is concentrated in the nozzle of the torch. As the
power density is very high, it can easily melt the
powders that come into contact with the plasma zone.
The swirl behavior of the FB limits the distribution
of particles near the wall of the container, creating a
depleted space along the axis of the reactor. In this
way, the contact between plasma and swirling particles
is minimized.
The technique offers an easy method to grow stable
nanoparticles, as demonstrated. The performance of
the AgNPs/silica-alumina composite for the HDS
reaction, which is similar to that of MoS2 based
catalysts, was exemplified. Compared to related
methods that produce supported nanoparticles, the
inherent simplicity of the Plasma SFB method is its
main advantage, and for this reason it could be easily
scaled-up for industrial production. As far as we know,
this is the first implementation of a SFB for the
preparation of nanomaterials.
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